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CHROME COPPER NICKEL 
. RESULTS . 1.70 

LIMITS ·' 2.75 

1.50 

3.00 

2.10 
2.50 

ZINC 
0.05 

2.61 

CHROME COPPER NICKEL . ZINC 
RESULTS 0.48 0.60 0.49 0.06 

. LIMITS 2.75 3.00 2.50 2.61 
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. RESULTS 

LIMITS 

CHROME COPPER NICKEL 
0.28 0.24 . 0.28 
2.75 3.00 2.50 

ZINC 
0.05 
2.61 
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CHROME COPPER NICKEL 
RESULTS 0.28 0.24 0.28 
LIMITS 2.753.00 - 2.50 

ZINC 
0.05 
2.61 
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RESULTS 
LIMITS 

CHROME COPPER NICKEL 
0.47 0.35 0.64 
2.75 3.00 2.50 

ZINC 
0.05 
2.61 
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CHROME COPPER NICKEL 
RESULTS 0.38 0.35 0.44 
LIMITS 2.75 3.00 2.50 

ZINC 
0.05 
2.61 
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RESULTS 
LIMITS 

CHROME COPPER NICKEL 
0.24 0.30 0.23 
2.75 3.00 2.50 

ZINC 
0.05 
2.61 
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RESULTS 
LIMITS 

CHROME COPPER NICKEL 
0.27 0.34 0.25 
2.75 3.00 2.50 

ZINC 
0.05 
2.61 


